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Abstract: In this study, tribological properties of 
Hi-HVOF sprayed WC-Cr-Ni cermet coatings 
were investigated experimentally under lubricated 
rolling-sliding contact. Coatings were deposited 
onto the induction hardened carbon steel and 
carburized hardened steel materials. Substrate 
surfaces were prepared by axially grinding, 
blasting and circumferentially grinding. Under 
the operating conditions of contact pressure 
PH=1.4 GPa and slip ratio s=-28.0%, the effects 
of substrate hardness and substrate surface kind 
on the tribological properties of the cermet coat-
ing were examined. It was found that cermet 
coating showed a long life and durability was not 
influenced by the substrate hardness and sub-
strate surface kind. It was also found that during 
the running-in process, oil film formation was 
hardly influenced by the substrate hardness and 
substrate surface kind. On the other hand, surface 
hardness and surface roughness of the coating 
were more influenced in the case of circumferen-
tially ground substrate than that in the case of 
axially ground or blasted substrate. In addition, 
coating material loss was very high in the case of 
circumferentially ground substrate when the sub-
strate material was induction hardened carbon 
steel. 
  
Keywords: Tribological Properties, WC-Cr-Ni 
Cermet, Substrate Hardness, Substrate Surface 
Kind 
 
1 Introduction 
A number of coating deposition techniques 
are available for the modification of surface 
characteristics in order to improve the tri-
bological performance of machine elements. 
In recent years, the quality and reliability of 
thermally sprayed coatings have been im-
proved remarkably to satisfy the growing 
needs of the market for high wear resistance 
of engineering components. This is due to the 
development of new processes so that the 
coating deposition system can be designed to 
optimize the velocity and temperature of the 

spray particles or due to the introduction of 
advanced techniques such as application of 
heat sources with higher energy and control-
ling the spray parameters [1-3]. Among the 
cermet coatings, the most attractive proved to 
be the hard coatings of tungsten carbide 
(WC) based cermets because of its excellent 
tribological properties [4]. These cermet 
coatings can be prepared by the conventional 
type high velocity oxy-fuel flame spraying 
(HVOF) and the high energy type flame 
spraying (Hi-HVOF) processes. The resulting 
coatings are durable in wear applications due 
to their high hardness and low porosity. The 
investigations on the tribological properties 
of these thermally sprayed cermet coatings 
under rolling-sliding contact conditions are 
described in a number of published literature 
[5-9]. Results showed that tribological prop-
erties of these coatings are significantly in-
fluenced by a number of parameters such as 
contact pressure, coating thickness, mating 
surface roughness, substrate material, spray-
ing process, slip ratio etc. 
The influence of spray parameters on the par-
ticle in-flight properties and coating proper-
ties during HVOF spraying of WC cermet 
powder was investigated [10]. It was found 
that the spray parameters such as the total gas 
flow rate, the powder feed rate and the spray 
distance influenced the particle properties 
and the coating properties to different de-
grees. Durability of WC cermet coating was 
investigated under lubricated rolling-sliding 
contact [11]. It was found that durability was 
significantly influenced by the substrate sur-
face finish. Surface durability of WC cermet 
coated steel roller was examined under roll-
ing-sliding contact and it was found that du-
rability of the coating was greatly influenced 
by the substrate material [12]. 
In this study, tribological properties of ther-
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mally sprayed WC-Cr-Ni cermet coating 
were investigated experimentally under lu-
bricated rolling-sliding contact. Coatings 
were deposited onto the axially ground, 
blasted and circumferentially ground roller 
specimens made of an induction hardened 
carbon steel or a carburized hardened steel. 
Under a contact pressure PH=1.4 GPa and 
slip ratio s=-28.0%, the effects of substrate 
hardness and substrate surface kind on the 
durability of cermet coating were investi-
gated. The effects of substrate hardness and 
substrate surface kind on oil film formation, 
surface hardness, surface roughness and 
coating material loss were also examined. 
 
2 Experimental Details 
2.1 Test Specimen (coated roller) and 
Mating Non-coated Roller 
The substrate material of the test specimen is 
an induction hardened carbon steel or a car-
burized hardened steel and the coating mate-
rial is WC-Cr-Ni cermet. Chemical composi-
tions of the substrate material and the coating 
material are shown in Table 1. The material 
of the mating non-coated roller is a carbur-
ized and hardened chromium molybdenum 
steel and its composition is same as the sub-
strate material shown in Table 1. 
2.2 Substrate Surface Preparation and 
Thermal Spraying Conditions 
Before applying the thermally sprayed coat-
ing onto the induction hardened carbon steel 
substrate or carburized hardened steel sub-
strate, the substrate surface was prepared so 
that coating material can adhere with the 
substrate material. Three types of substrate 
surfaces were prepared by axially grinding, 
shot-blasting and circumferential grinding. 
After surface preparation, the maximum sur-
face roughness was Rmax=7.0 µm. After that, 
WC-Cr-Ni cermet coating was formed onto 
the axially ground, blasted and circumferen-
tially ground roller specimens by means of 
the high energy type flame spraying 
(Hi-HVOF) and the spraying conditions are 
shown in Table 2. 
2.3 Specifications of Rollers 
WC-Cr-Ni cermet coating of about 60 µm in 
thickness was prepared. After spraying, the 
contact surface of coated roller was finished 
smooth to a mirror-like condition with a 
maximum surface roughness Rmax=0.2 µm by 
grinding and subsequent polishing. The mi-
cro-Vickers hardness of the coating formed 

by Hi-HVOF was HV≈1080 (test load: 2.94 
Newton). The maximum surface roughness 
of non-coated roller was Rmax=5~6 µm. The 
detail specifications of coated roller and 
mating non-coated roller are shown in Table 
3. 
2.4 Testing Machine, Test Conditions and 
Lubricating Oil 
Using a two-roller testing machine shown in 
Fig. 1, experiments were carried out to inves-
tigate the tribological properties of thermally 
sprayed WC-Cr-Ni cermet coating under lu-
bricated rolling-sliding contact conditions. In 
the experiments, using a coil spring the nor-
mal load was applied in line contact condi-
tion. The normal load which gives the 
Hertzian contact pressure PH=1.4 GPa was 
applied. Moreover, under rolling with sliding 
contact condition, using the gear ratio 25/32, 
a slip ratio s=-28.0% was applied. An auto-
matic stopping device was attached with the 
testing machine and this device worked in 
response to any abnormal vibration induced 
by the occurrence of flaking/delamination of 
coating. In the experiments, durability or life 
to flaking of coating N is defined as the total 
number of revolutions of the coated roller. 
When the testing machine continued to run 
without any flaking of the coating, the run-
ning was discontinued at N=2.0×107 cycles. 
As lubricant, a paraffinic mineral oil without 
extreme pressure (EP) additives (kinematic 
viscosity ν: 62.9 mm2/s at 313 K, 8.5 mm2/s 
at 373 K, pressure-viscosity coefficient α: 
13.3 GPa-1 at 313 K) was supplied at a flow 
rate of 15 cm3/s and at a constant oil tem-
perature of 318 K. The state of oil film for-
mation with the number of cycles was meas-
ured by means of an electrical contact resis-
tance method [13]. 
 
3 Results and Discussion 
Fig. 2 exhibits the effects of substrate hard-
ness and substrate surface kind on durability 
or life to flaking of WC cermet coating under 
the operating conditions of contact pressure 
PH=1.4 GPa and slip ratio s=-28.0%. From 
the figure it can be seen that in the case of 
induction hardened carbon steel substrate 
(HV=680), the coating on the axially ground 
substrate showed a high durability and it 
showed a long life over N=2.0×107 cycles. It 
can also be observed that in the case of 
blasted or circumferentially ground substrate, 
coating showed a long life and it was possi-
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ble to run over N=2.0×107 cycles. In the case 
of carburized hardened steel substrate 
(HV=770), the coating also exhibited a high 
durability and it showed a long life over 

N=2.0×107 cycles when the substrate surface 
was axially ground, blasted or circumferen-
tially ground.

 

 

 

 
Fig. 3 shows the effect of substrate surface 
kind on change in the electrical contact volt-
age with the number of cycles under the op-
erating conditions of contact pressure PH=1.4 
GPa and slip ratio s=-28.0%. In this case, the 
substrate material was induction  
 
 
 

 

 

 

 
hardened carbon steel. These results were the 
measurements of the state of oil film forma-
tion using the electrical contact resistance 
method and the results are shown up to 
N=6.0×104 cycles. During running-in, the 
variations of average electrical contact volt-
age which corresponds to the changes in the 
electrical contact resistance arising from the 
formation or breakdown 

Table 1  Chemical composition (by mass%) of test specimen (coated roller) 
Fe C Si Mn P S Cu Ni Cr Induction hardened 

carbon steel (sub-
strate) Balance 0.44 0.19 0.75 0.01 0.03 0.16 0.50 0.14 

Fe C Si Mn P S Cu Mo Cr Carburized hardened 
steel (substrate) Balance 0.18 0.30 0.90 0.01 0.03 0.10 0.35 1.25 

WC Cr Ni Thermally sprayed 
coating Balance 20 7 

Table 2  Spraying conditions 
Spraying process Hi-HVOF 

Oxygen 1.0 Pressure, MPa 
Fuel* 0.9 
Oxygen 53.6 Flow rate, m3/h 
Fuel* 0.02 

Sprayed distance, mm 380 
Velocity of coating particles, m/s 1080 
Velocity of gas, m/s 2160 
  * Fuel: Kerosene  

Table 3  Specifications of coated and non-coated rollers

Diameter of coated and non-coated rollers, mm 60 

Micro-Vickers hardness of coating (Hi-HVOF), HV 1080 

Micro-Vickers hardness of substrate (Induction hardened), HV 680 

Micro-Vickers hardness of substrate (Carburized hardened), HV 770 

Micro-Vickers hardness of non-coated roller, HV 780 

Maximum surface roughness of the substrate, µm 7.0 

Maximum surface roughness of coated roller, µm 0.2 

Maximum surface roughness of non-coated roller, µm 5~6 

Effective track width in line contact condition, mm 10 

Coating thickness, µm 60 
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of oil film were plotted. In the measurements, 
contact voltage=0 mV means metal-to-metal 
contact, while contact voltage=15 mV means 
complete separation of the surfaces by oil 
film. As is apparent from the figure and in 
the case of axially ground substrate, at the 
very early stage of running, the separation 
voltage was very near to zero or extremely 
low value and it increased steadily with the 
number of cycles. From the figure it can also 
be observed that formation of oil film fol-
lowed almost the same trend when the sub-
strate surface was blasted or circumferen-
tially ground. From the obtained results it 
could be considered that oil film formation 
was hardly influenced by the substrate sur-
face kind. However, there was a very little 
difference in the state of oil film formation 
during running-in depending on the running 
conditions. Fig. 4 also shows the effect of 

substrate surface kind on change in the elec-
trical contact voltage but in this case, the 
substrate material was carburized hardened 
steel. From the figure it is apparent that for-
mation of oil film followed very similar trend 
to that for the lower hardness substrate mate-
rial (Fig. 3). Moreover, it is very clear that oil 
film formation was not influenced by the 
substrate surface kind. 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
Fig. 5 illustrates the effect of substrate sur-
face kind on surface hardness of the 
WC-Cr-Ni cermet coating in the case of in-
duction hardened carbon steel substrate. 
From the figure it can be observed that before 
the test, hardness of coated surface was about 

Fig. 1 Two-roller testing machine 
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Fig. 2 Effects of substrate hardness and substrate 
surface kind on durability or life to flaking of WC 
cermet coating 
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Fig. 3 Effect of substrate surface kind on 
change in the electrical contact voltage (In-
duction hardened) 
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1080 HV and after the test, surface hardness 
was much increased. Namely, in the case of 
axially ground substrate, after the test, hard-
ness of the coated surface became about 1220 
HV and in the case of blasted substrate, after 
the test, hardness of the coated surface be-
came about 1260 HV. On the other hand, in 
the case of circumferentially ground substrate, 
after the test, hardness of the coated surface 
was significantly increased and it became 
about 1330 HV. From these results it is ap-
parent that during the running-in process, 
work hardening of the coated surface oc-
curred and surface hardness of the coating 
was much more influenced in the case of 
circumferentially ground substrate than that 
in the case of axially ground or blasted sub-
strate. Fig. 6 exhibits the effect of substrate 
surface kind on surface hardness of coating 
in the case of carburized hardened steel sub-
strate. From the figure it can be seen that in 
the case of axially ground substrate, after 
experiment the surface hardness became 
about 1190 HV and in the case of blasted 
substrate, the surface hardness became about 
1200 HV. But in the case of circumferentially 
ground substrate, the surface hardness was 
much increased and it became about 1270 
HV. From the obtained results, it is con-
cluded that substrate surface kind is an in-
fluential factor for increased surface hardness 
of the coating. Moreover, when these results 
are compared with the results of Fig. 5, it is 
concluded that surface hardness was more 
influenced by the substrate surface kind when 
the substrate material was induction hardened 
steel than that of carburized hardened steel 
substrate. 
Fig. 7 shows the effect of substrate surface 
kind on surface roughness of WC cermet 
coated roller. In the experiments, the coated 
induction hardened steel roller was mated 
with the non-coated carburized hardened 
steel roller. From the figure it can be seen 
that in the case of axially ground substrate, 
before experiment, the surface roughness of 
coated roller was about 0.2 µm and after ex-
periment, the surface roughness was much 
increased and it became about 1.5 µm. In the 
case of blasted substrate, after experiment, 
the surface roughness of the coated roller was 
greatly increased and it became about 2.0 
µm.   
 
 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
In the case of circumferentially ground sub-
strate, before experiment, the surface rough-
ness of coated roller was about 0.2 µm 
whereas after experiment, the surface rough-
ness of coated roller was significantly in-
creased and it became about 3.0 µm. The ob-
tained results revealed that after running, 
roughness of the coated surface was much 
more influenced in the case of circumferen-
tially ground substrate than that in the case of 
axially ground or blasted substrate. Fig. 8 
also shows the effect of substrate surface 
kind on surface roughness of the coated roller. 
In this case, the coated carburized hardened 
steel roller was mated with the non-coated 
carburized hardened steel roller. From the 
figure it can be seen that after experiment, 
surface roughness of the coating became 
about 2.0, 3.0 and 4.0 µm in case of axially 
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ground, blasted and circumferentially ground 
substrate surface respectively. When these 
results are compared with the results of Fig. 7, 
it can be concluded that surface roughness of 
the coating was much influenced by the sub-
strate surface kind but hardly influenced by 
the substrate hardness. 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
Fig. 9 shows the effect of substrate surface 
kind on material loss of WC cermet coating. 
In the experiments, the coated induction 
hardened steel roller was mated with the 
non-coated carburized hardened steel roller. 
In the case of axially ground substrate, it can 
be seen that after the running-in process, the 
coating material loss was 10 mg. It can also 
be observed that in the case of blasted sub-
strate, the coating material loss was same as 
10 mg. On the other hand, in the case of 

circumferentially ground substrate, the coat-
ing material loss was remarkably increased to 
90 mg. From these results it is apparent that 
the loss of coating material was significantly 
higher in the case of circumferentially ground 
substrate than that in the case of axially 
ground or blasted substrate. Fig. 10 demon-
strates the effect of substrate surface kind on 
coating material loss in the case of carburized 
hardened steel substrate roller. It can be ob-
served that in the case of axially ground, 
blasted and circumferentially ground sub-
strate surface, the coating material loss was 9, 
10 and 28 mg respectively. From these results 
it can be concluded that in general, the coat-
ing material loss was higher in the case of 
circumferentially ground substrate than that 
in the case of axially ground or blasted sub-
strate. 
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4 Conclusions 
Properties of Hi-HVOF sprayed WC-Cr-Ni 
cermet coating were investigated experimen-
tally under lubricated rolling-sliding contact. 
The substrate material was an induction 
hardened carbon steel or a carburized hard-
ened steel. The effects of substrate surface 
kind and substrate hardness on the properties 
of cermet coating were examined. From the 
obtained results it can be concluded that 
cermet coating showed a high durability and 
it was found that life of the coating was not 
influenced by the substrate surface kind and 
substrate hardness. In addition, oil film for-
mation was hardly influenced by the sub-
strate surface kind and substrate hardness. 
After the running-in process, in general, sur-
face hardness of the coating was much more 
increased in the case of circumferentially 
ground substrate than that in the case of axi-
ally ground or blasted substrate. Moreover, 
surface hardness of the coating was more 
influenced in the case of induction hardened 
steel substrate than that in the case of carbur-
ized hardened steel substrate. Roughness of 
the coated surface was much more influenced 
in the case of circumferentially ground sub-
strate than that in the case of axially ground 
or blasted substrate. It was also found that 
surface roughness was hardly influenced by 
the substrate hardness. Generally, the loss of 
coating material was higher in the case of 
circumferentially ground substrate than that 
in the case of axially ground or blasted sub-
strate but the coating material loss was very 
high for the lower hardness substrate material. 
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